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A two-dimensional CFD model for heap
bioleaching of chalcocite
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Abstract

A 3-phase computational fluid dynamics (cfd) model for heap
bioleaching of chalcocite is investigated to identify and understand the
effect of oxygen flow during air sparging. The study uses an existing
one-dimensional model of liquid flow, bacterial transport (including
attachment/detachment of bacteria to ore particles), and the deple-
tion of a copper-sulphide, coupled with a two-dimensional model of
gas flow in the heap. The cfd model includes the effects of oxygen
and ferrous ion consumption, coupled with leaching of copper-sulphide
via a shrinking core model. The model is used to investigate the two-
dimensional effects of air flow in heap bioleaching with regard to oxy-
gen limitation. Under oxygen limitation, copper leaching is found to
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occur from the bottom up, successively leaching the oxygenated re-
gions and moving slowly up the heap to leach the whole bed. Some
experimental validation is provided.
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1 Introduction

Heap bioleaching is an important extraction process used in the removal of
metals such as copper and zinc from low grade ores. The ore used in heap
bioleaching is typically low grade (0.2–2%) in copper, and as a result the
heaps need to be very large (up to a kilometre long, and typically less than
500m wide and 10m tall) to be economically viable. The leaching process
involves the infiltration of sulphuric acid and dissolved iron into the heap,
whereby ferric ions in the liquid react with copper sulphide in the ore to
produce ferrous ions and copper in solution, which flows out of the heap as a
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product stream. Iron oxidizing bacteria such as Acidithiobacillus ferrooxidans
are present in the heap either attached to the ore or free in solution [9], and
may occur either naturally or as a result of being seeded in solution. To keep
the aerobic bacteria (such as A. ferrooxidans) alive, the injection of air into
the heap (sparging) is of utmost importance. Oxygen in the air within the
heap transfers into the liquid phase, is consumed by bacteria in the liquid,
and enhances the process by converting ferrous ions back into ferric ions [11]:

Fe2+ + 0.25O2 + H+ bacteria−→ Fe3+ + 0.5H2O . (1)

We consider the copper sulfide chalcocite (Cu2S), which often naturally oc-
curs with pyrite (FeS2). Leaching occurs as a result of ferric ions reacting
with the copper sulfide minerals, producing ferrous and copper ions in solu-
tion, equation (2), and in the dissolution of pyrite, equation (3):

Cu2S + 4Fe3+ −→ 4Fe2+ + 2Cu2+ + S , (2)

FeS2 + 8H2O + 14Fe3+ −→ 15Fe2+ + 2SO2−
4 + 16H+ . (3)

Mathematical modelling of the heap bioleaching process should account for
the heat and mass transfer, liquid and gas flow, and chemical processes occur-
ring. A number of heap and column bioleaching models have been developed
in the last decade, with [12, 5, 7] developing models to include aspects asso-
ciated with the bioleaching process, such as bacterial growth and movement,
sulfide depletion and sulfide oxidizing bacteria, precipitation of ferric ions to
jarosite, two stage leaching (for chalcocite), and multiple particle sizes. Com-
plex transient liquid flow models, accounting for liquid holdup and stagnant
regions, have also been developed; Bouffard and Dixon [5] developing a 1D
Turner Structure model. Bennett et al. [4] discuss a comprehensive 2D liquid
flow sub-model in a copper bioleaching model. The only heap bioleaching
models to include a comprehensive treatment of transport, growth, attach-
ment and detachment of bacteria together are by Neuburg et al. [12] and
Dixon and Petersen [8], as pointed out by Dixon’s review [7]. These are
1D models for column bioleaching, and consequently do not include the ef-
fect of a 2D geometry, with associated 2D airflow. However, Sidborn and
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Moreno [13] discuss a transient 2D heat and gas flow bioleaching model of
chalcocite, which modelled the movement of the solutes ferric ions under
advection dispersion (the oxidant); though this model does not account for
variation in the bacterial concentration in time or space (unlike this work).
Further, Sidborn and Moreno [13] only give a limited parameter analysis of
the model and use a sparger spacing varying from 12–20m, which is unreal-
istically large to that used in practice (1–4 metres). In addition, Sidborn and
Moreno [13] use a high permeability (10−9), but a real heap the permeability
varies from 10−9–10−11 [3]. This work attempts to overcome these limita-
tions. The circumstances under which 2D airflow are important, are when
the oxygen supply limits bacterial growth, which is the topic of this work.
These 1D models also take the inoculation process as being a pulse addition
of bacteria (with the incoming liquid at the top of the column), and assume
a zero initial population of bacteria. However, in real heap bioleaching oper-
ations, the heap is likely to have an initial distribution of naturally occurring
bacteria, and would not be inoculated via bacterial pulsing as simulated
in [8]; in this work, a non zero bacterial concentration is taken as the initial
condition, with no pulse addition of bacteria.

The aim of this work is to investigate how the heap leaches under 2D oxy-
gen limitation. The column bioleaching operation is assumed to be isother-
mal, since such columns will usually have a cooling jacket around the column.
In a real heap, isothermal conditions cannot normally be assumed; however,
to fully understand the effects of oxygen limitation (the study of this work)
isothermal conditions are assumed for simplicity. Hence, bacterial heat pro-
duction and associated transfer is not taken into account in this model, and
is investigated in future work.
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2 Model

The process is summarized as follows (as depicted in Figure 1) and is as-
sumed to involve 8 components. The solid phase (assumed to be stationary),
contains the un-leached copper remaining in the ore, and is described by a
shrinking core model. Bacteria attach and detach to and from the ore within
the liquid phase, and have Monod growth kinetics dependent on oxygen and
ferrous ions [12]. Oxygen in the gas phase exchanges with the liquid phase.
Those species in the (flowing) liquid phase are: oxygen which exchanges with
the gas phase; ferrous and ferric ions which are converted back and forth (fer-
ric ions regenerated from bacteria, and ferric ions converted to ferrous ions
in leaching); and free bacteria which exchange with the attached bacteria.

2.1 Model formulation

The liquid is assumed to flow vertically downwards, so that vL = qL/εL where
εL is the bulk liquid volume fraction and qL is the Darcy velocity of the liquid
phase. Within the current cfd framework, the gas flow is described by the
Navier–Stokes equations in 2D:

∂

∂t
(εgρgvg) + εgρg∇ · (vgvg) = −εg∇p+ εgνg∇2vg + εgB , (4)

where the body forces are given by the porous media resistivity [2]

B = −εgνg
K

vg . (5)

In the Navier–Stokes equations (4), vg is the gas velocity, εg is the volume
fraction air void space, ρg is the air density, p is the air pressure, νg is the
air viscosity, and K is the bed permeability.
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The scalar equation for the gas oxygen concentration Cg at time t (sec-
onds) is

εg
∂Cg
∂t

= εgDg∇2Cg − εg∇.(vgCg) + kL(CL −HeCg) , (6)

where kL is the mass transfer rate, He is Henry’s constant, and Dg is the
diffusion (dispersion) coefficient for oxygen in gas.

The transport equation for species in the liquid is given by the advection-
diffusion equation for the species: dissolved oxygen CL (gL−1), bacteria φ
(cells per L liquid), ferrous ions CFe2+ (gL−1) and ferric ions CFe3+ (gL−1) as

εL
∂Ci
∂t

= εLDL∇2Ci + vLεL
∂Ci
∂y

+ Si , (7)

where Si is the source/sink term for the ith species, and DL is the diffusion
(dispersion) coefficient for oxygen in liquid, with y the distance from the
bottom of the heap. In porous media flow, the dispersion coefficient is usually
proportional to the phase velocity and the dispersive length scale, with the
latter being taken as the average ore particle (assuming homogeneous bed)
size so that in the liquid phase

DL = 2vLδ , (8)

where δ is the average ore particle radius. In this work the molecular diffusion
coefficient for the liquid phase is ignored, since it is typically much smaller
than the dispersion term in (8).

The attached population of bacteria ψ (cells per kg ore) which are at-
tached to the stationary solid phase, satisfy

∂

∂t
(εoreψ) = Sψ , (9)

where the ore bed density εore = ρbεo , with ρb the ore density, εo the bed
rock fraction, and the sum of the phase fractions satisfies

εo + εL + εg = 1 , (10)
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and Sψ is the source term for the attached bacteria population, given below.
The source and sink terms for each species in equation (7) are now described,
starting with the source term for the oxygen in the liquid phase [12]:

SL = −µ0.25MO2

MFe2+Y
(εoreψ + εLφ) + kL(HeCg − CL) , (11)

where M are the molecular weights of the corresponding species, Y is the
yield coefficient (bacteria produced per kilograms of ferrous ions consumed)
and the growth rate µ (s−1) is given by the double Monod kinetics as

µ = µmax

(
CL

KM,O + CL

) (
CFe2+

KM,Fe2+ + CFe2+

)
(12)

where KM,O (gL−1) is the half growth rate constant for oxygen, KM,Fe (gL−1)
is the half growth rate constant for ferrous ion, and µmax (s−1) is the maxi-
mum growth rate coefficient.

The source term for the bacteria in solution is

Sφ = (µ− kdeath)εLφ− k1εLφ

(
1− ψ

ψmax

)
+ k2εoreψ , (13)

and similarly the source term for the bacteria attached to the ore is

Sψ = (µ− kdeath)εoreψ + k1εLφ

(
1− ψ

ψmax

)
− k2εoreψ , (14)

where kdeath is the death rate of the bacteria, k1 is the rate of attachment,
k2 is the rate of detachment, and ψmax the maximum population of bacteria
that can attach to the ore per kg of ore. The second term in equations (13)
and (14) corresponds to the transfer of bacteria from liquid phase to the
ore surface, assuming the bacterial attachment is proportional to the bac-
teria number in solution, and is limited by the maximum number that may
attach ψmax. The third term in equations (13) and (14) corresponds to the de-
tachment of bacteria into the liquid phase and is proportional to the number
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of bacteria attached. This attachment/detachment model was first proposed
by Tan et al. [14] in the context of bacterial attachment to sand in an aquifer.

The equations describing the ferric and ferrous ion concentration are
derived from the stoichiometric equations (1), (2) and (3) as described by
Neuburg et al. [12] are

SFe2+ = − µ

Y
(εoreψ + εLφ) +

(
−4MFe

Mcps

− 15MFe

Mpy

FPY

)
Rcps , (15)

SFe3+ =
µ

Y
(εoreψ + εLφ) +

(
4MFe

Mcps

+
14MFe

Mpy

FPY

)
Rcps , (16)

where FPY is the ratio of pyrite and copper sulfide leaching rates, and the rate
of copper sulfide leaching Rcps = −εoreG

dα
dt

with the shrinking core equation

dα

dt
=

3(1− α)2/3CFe3+

τc + 6τd(1− α)1/3(1− (1− α)1/3)
, (17)

where α is the copper fraction remaining in the ore, and

τc =
δϕρbMFe

βMore

, τd =
δ2σGϕρbMFe

DeffMore

, (18)

where G is the grade of the ore, σ is the stoichiometric coefficient, ϕ is
the particle shape factor, β is the intrinsic rate of oxidation and Deff is the
effective diffusion coefficient of the oxidant (Fe3+) through the particle.

2.2 Boundary and initial conditions

Consider a heap of dimensions 4 by 10 metres, with the heap assumed to
have liquid applied evenly to the top of the heap, whilst air is sparged via a
single sparger in the middle of the heap, as shown in Figure 1. This geometry
represents the section of heap above a single sparger, which are spaced at
4 metres, as is the case in practice.
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The gas and liquid flow rates are assumed to be constant at the inlets.
The heap is assumed to be initially free of attached bacteria, but initially have
concentration in solution Co = 1014 bacteria m−3 liquid. Initially atmospheric
levels of oxygen are assumed, with 1 gL−1 ferrous and ferric ions in solution,
and α = 0 . The boundary conditions are: atmospheric levels of oxygen at
the top and bottom of the heap in the liquid and gas phases respectively,
with no added bacteria, and ferrous and ferric ion inflow of 1 gL−1 each. At
the bottom of the heap a zero gradient for the liquid scalars are assumed,
and also for the gas phase at the top of the heap. The gas and liquid flow
rates are assumed constant at the inlets. The sides of the heap are taken to
be symmetries, representing a periodic section of the heap above a sparger,
away from the sides of the heap.

2.3 Numerical considerations

The system of 10 partial differential equations (4–18) (with the equation of
continuity) were discretized and solved using a computational fluid dynamics
solver CFX4.4 [1], with all the spatial derivatives approximated by central
differences, which was stable because the mesh Peclét number is chosen to be
less than 2 for the liquid and gas phases. The time derivatives were approxi-
mated with backward differences. The time step used was 1000 seconds, and
the results showed insignificant differences when the time step was reduced
by a factor of 10. The Cartesian grid was rectangular with 40 by 400 cells in
the x and y axes respectively. The results were found to be grid independent,
with insignificant differences when the grid size was halved. The system of
discretized equations was solved iteratively and the results are iteration in-
dependent (the normalized residuals are all less than 10−3 each time step).
No more than 10 iterations per time step were needed for this convergence.
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Figure 2: Data and model copper extraction (a) data and model bacteria
concentration (b) versus time.

3 Results and discussion

3.1 Experimental validation

For validation purposes, an experimental data set is used from [8], a column
bioleaching operation of low grade chalcocite ore mixed with pyrite, having
weight grades 0.9% and 3.5% respectively, as well as acid soluble copper
sulfide (presumably copper oxide), with 0.5% grade. The operation lasted
120 days, and was performed in a 5m high by 10 cm diameter column (the
details of the model validation can be found in [10]).

The acid soluble copper sulfide is assumed to have been flushed out very
quickly with the acid in solution and is not included in the simulation. The
experimental data in [8] includes the 0.5% acid soluble copper sulfide, so to
compare the present model with the data, the model copper extracted from
chalcocite (α) is added to the 0.5% acid soluble component to give the total
copper extracted as α′ in Figure 2(a) instead of α as

α′ = α
0.9

1.4
+

0.5

1.4
,



3 Results and discussion C450

Parameter Value Units Reference
Y 2.2× 1014 bacteria(kg Fe2+ consumed)−1 [8]

εL, εg 0.2,0.2 - [5]
µmax 2.82× 10−5 sec−1 [6]
kdeath 2.5× 10−6 sec−1 -
k1 3.47× 10−5 sec−1 -
k2 2.0× 10−7 sec−1 -

KM,O 7.6× 10−3 gL−1 [6]
KM,Fe2+ 5.58× 10−3 gL−1 [6]
FPY 0.98 - -
vg 1.1× 10−2 ms−1 [8]
vL 2.646× 10−5 ms−1 [8]
δ,G 0.01, 0.9% m, - [8]
β 1.30× 10−7 ms−1 [12]
εore 1410 gL−1 [6]
Deff 9.5× 10−11 m2s−1 [15]
ϕ, σ 0.65, 4 - [12]
ψmax 7.8× 1012 bacteria(kg ore)−1 [6]
kL 6.94× 10−2 sec−1 [6]

Table 1: Parameters used

In Figures 2(a)–(b) we see a good comparison between data and model pre-
dictions for total copper extracted (α′) and effluent bacterial concentration.
A greater discussion of the experimental validation can be found in [10].

3.2 Model results

For the parameters in Table 1 we present the results at several times in Fig-
ures 3, 4 and 5 with (a)–(d) the 2D contour plots of copper leached, bacteria,
oxygen and ferrous ions respectively. The results show the bacteria are ini-
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Figure 3: (a) Copper extracted α (b) bacterial concentration in solution
(normalized by initial concentration Co = 1014 bacteria m−3 solution) (c) oxy-
gen in liquid (normalized by initial oxygen concentration), and (d) ferrous
ions (gL−1), at 23 days

tially limited by oxygen (at 23 days) in the upper section of the heap, see
Figure 3(b), where bacteria are present at very low concentration (10−4Co)
compared to the bottom of the heap, where the concentration is 0.33Co.
Hence ferric ions are not present for leaching at the top of the column, even
though ferric is being fed into the column. However, Figure 5(b) shows that
at 116 days, bacteria are no longer limited by oxygen in the upper section
of the heap, where bacteria are present at high concentration (0.17Co) com-
pared to the bottom of the heap, with bacterial concentration 5.34×10−2Co.
Hence ferric ions will now be available for leaching at the top of the column
and leaching proceeds. Therefore copper leaching is found to occur from the
bottom up.

The leaching from bottom up is best described in Figure 6, which shows
the 1D line plot of the 2D plots at x = 2 (the vertical centre line of the
heap). Here we see that the lower sections of the heap are leached faster due
to the higher bacterial concentration. However, in the lower portion of the
heap, the rate of leaching slows and consequently the ferrous ion level drops,
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Figure 4: (a) Copper extracted α (b) bacterial concentration in solution
(normalized by initial concentration Co = 1014 bacteria m−3 solution) (c) oxy-
gen in liquid (normalized by initial oxygen concentration), and (d) ferrous
ions (gL−1), at 46 days

Figure 5: (a) Copper extracted α (b) bacterial concentration in solution
(normalized by initial concentration Co = 1014 bacteria m−3 solution) (c) oxy-
gen in liquid (normalized by initial oxygen concentration), and (d) ferrous
ions (gL−1), at 116 days
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so that bacterial activity becomes limited by ferrous ions. As a result, the
bacterial concentration drops and less oxygen is used in the lower section of
the heap, and more is available to the previously oxygen limited top section
of the heap. Consequently, bacteria, which were still present in the upper
section in low levels, regenerate and come up to levels needed for sufficient
ferric ion production, for copper leaching. This process causes a leaching of
the heap in a bottom up fashion, so that eventually all of the heap is leached.

The distribution of bacteria has a 2D conical type shape, see Figure 3(b),
since the region of oxygen limitation has this shape from the single sparger,
with a concentration of oxygen less than around 15% (of atmospheric con-
centration) being limiting. The copper extracted therefore reflects this, since
copper extraction is proportional to ferric ion concentration, and ferric ions
are produced by bacteria.

4 Conclusion

The model was used to investigate the effect of poor oxygenation (in 2D) in
heap bioleaching of copper sulfide. It was found that under oxygen limita-
tion, the heap is leached from the bottom up progressively, as the oxygen
became available to the upper regions, after the bottom regions have been
leached. The 2D gas flow model showed that oxygen has a 2D distribution
throughout the heap, with the conical shape also reflecting in the bacteria
concentration, and consequently also other variables including the copper
extracted. Further work should incorporate several more aspects: the effect
of jarosite precipitation, 2D liquid flow, acidity, and the effects of thermal
variations within a heap.
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